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Dan Blumberg.

Ha’Amal 12, Rosh Ha’Ayin

The following sample(s) was/were submitted and identified on behalf of the client as:

Sample Description : 7 fabric cloths
(A) One sample of blue knitted fabric-Neopigment Cyan ink V323 on 

Promodoro fabric
(B) One sample of plum knitted fabric-Neopigment Magenta ink V323 on 

Promodoro fabric
(C) One sample of yellow knitted fabric-Neopigment Yellow ink V323 on 

Promodoro fabric
(D) One sample of black knitted fabric-Neopigment Black ink V323 on 

Promodoro fabric
(E) One sample of red knitted fabric-Neopigment Red ink V323 on Promodoro 

fabric
(F) One sample of green knitted fabric-Neopigment Green ink V323 on 

Promodoro fabric
(G) One sample of white knitted fabric-Neopigment White ink V323 on 

Promodoro fabric

Buyer : Dan Blumberg

Sample Color :

(A)Cyan;
(B)Magenta;
(C)Yellow;
(D)Black;
(E)Red;
(F)Green;
(G)White

Sample Receiving Date : Jan 02, 2026

Testing Period : Jan 05, 2026 - Jan 09, 2026

Test Result(s) : Unless otherwise stated the results shown in this test report refer only to the 
sample(s) tested, for further details, please refer to the following page(s).

Test Performed : Selected test(s) as requested by applicant 

Signed for and on behalf of
 

SGS (Hong Kong) Limited
 

     
    

    
     

Fong Lai Yin, Alex, Technical Manager
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COMPONENT LIST / List of Materials

Sample 
No.

Component 
No.

Description Material Color Remark

A 1 Fabric with print Synthetic Fibers Blue/white /

B 2 Fabric with print Synthetic Fibers Pink/white /

C 3 Fabric with print Synthetic Fibers
Yellow/whit
e

/

D 4 Fabric with print Synthetic Fibers Black/white /

E 5 Fabric with print Synthetic Fibers Red/white /

F 6 Fabric with print Synthetic Fibers
Green/whit
e

/

G 7 Fabric with print Synthetic Fibers White/white /

Test Result

CPSIA section 108 - Phthalates

Test Method: With reference to CPSC-CH-C1001-09.4, analysis was performed by GC-MS.

Test Item(s) CAS No. Unit(s) RL 1+2+3 4+5 6+7 Req.
Dibutyl 
Phthalate 
(DBP)

84-74-2 mg/kg 50 ND ND ND 1000

Di(2-ethyl 
hexyl) 
Phthalate 
(DEHP)

117-81-7 mg/kg 50 ND ND ND 1000

Benzyl Butyl 
Phthalate 
(BBP)

85-68-7 mg/kg 50 ND ND ND 1000

Diisononyl 
Phthalate 
(DINP)

28553-12-0 
/68515-48-0

mg/kg 50 ND ND ND 1000

Diisobutyl 
Phthalates 
(DIBP)

84-69-5 mg/kg 50 ND ND ND 1000

Dipentyl 
Phthalates 
(DPENP)

131-18-0 mg/kg 50 ND ND ND 1000

Di-n-hexyl 
Phthalates 
(DHEXP/ 
DnHP)

84-75-3 mg/kg 50 ND ND ND 1000

Dicyclohexyl 
Phthalates 
(DCHP)

84-61-7 mg/kg 50 ND ND ND 1000

Conclusion Pass Pass Pass

Remark: ND = Not Detected
RL = Reporting Limit
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CPSIA section 101(a)(2) - Lead in accessible substrate materials (Non-metal Material)

Test Method: With reference to CPSC-CH-E1002-08.3, analysis was performed by AAS/ICP-OES.

Test Item(s) Unit(s) RL 1+2+3 4+5 6+7 Req.
Lead (Pb) mg/kg 20 ND ND ND 100
Conclusion Pass Pass Pass

Remark: ND = Not Detected
RL = Reporting Limit

Notes: (1) The result is calculated using the minimum sample weight.



Test Report SL12600270037601TX Date:January 09,2026   Page 4 of 10

Sample Photo
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***End of Report***


